[image: image5.wmf] 

 

    [image: image2.jpg]


    [image: image3.jpg]



	VEKOR Ltd.

	H–8200 Veszprém, Wartha V. st. 1.

	Phone & fax: (0036)88-428-514       E-mail: vekor@vekor.hu     Homepage: www.vekor.hu


II. ANNOUNCEMENT
Program of VEKOR Conference, April 17–19, 2012.
This is the 2nd version, check our website for updates
	Venue of the conference:
	HOTEL Flamingó 8230 Balatonfüred, Széchenyi st. 16.
	Phone: (0036)87-688100
fax: (0036)87-688167


April 17, 2012. Tuesday
	11.00
	Official opening: dr. M. Horvátth – VEKOR Ltd.

	11.15-17.20
	Developments in corrosion protection

	
	Chairman: dr. E. Grünwald – galvanic expert

	11.15-11.45
	S. Szabó – MTA KK AKKI
Corrosion characteristics of two- and multi-metallic systems

	11.45-12.00
	Discussion

	12.30
	LUNCH

	14.00-14.30
	L. J. Tóth – G.T GM Ltd.

Outside the fence risk analysis of corrosion

	14.30-15.00
	Á. Antal – NAGÉV CINK Ltd.
Hot-dip galvanization and protection against white rusting of steel structures

	15.00-15.20
	Discussion

	15.20-16.00
	BREAK

	16.00-16.20
	M. Horvátth, V. Zanathy – VEKOR Ltd.
Standard corrosion qualification of electrical equipments

	16.20-16.40
	I. Molnár – MTS GmbH Magyarországi Képviselete
Application experiences of suction excavator trenching technology

	16.40-17.00
	G. Mohácsi – Inteszt Ltd.
What worth paying attention when purchasing coating thickness gauge

	17.00-17.20
	Discussion


Presentation of exhibited products and consultation in the hall of Hotel Flamingó. Exhibiting companies:

	COLOR SERVICE Ltd.
	ATESTOR Ltd.
	International Farbenwerke GmbH

	JUPITER-REÁL Ltd.
	NIVELCO Inc.
	VEKOR Ltd.

	
	
	

	
	
	


	19.30
	DINNER


April 18, 2012. Wednesday
	7.30-9.00
	BREAKFAST

	9.00-12.10
	Cathodic protection and corrosion examinations

	
	Chairman: dr. M. Horvátth – Vekor Ltd.

	9.00-9.20
	L. Tar – SEBA Hungária Ltd.
Corrosion defect localization, digital mapping

	9.20-9.40
	Á. Jambrich – KVV Inc.
Effect of shielding in cathodic protection systems

	9.40-10.00
	Cs. Tóth – FGSZ Inc.
Cathodic protection measurements location in complex condition assessment of
natural gas transmission pipelines

	10.00-10.20
	Discussion

	10.20-11.00
	BREAK

	11.00-11.20
	K. Belina – Kecskemét College, Faculty of Mechanical Engineering and Automation
Education of surface protection in Kecskemét College, Faculty of Vehicle Engineering

	11.20-11.40
	Forum, comments about the corrosion training

	11.40-12.00
	M. Varsányi-Lakatos – BAYATI
Electrochemical processes in nanotechnology research

	12.00-12.10
	Discussion

	12.30
	LUNCH

	14.00-17.30
	Corrosion protection with coatings

	
	Chairman: V. Zanathy – Vekor Ltd.

	14.00-14.20
	I. Mlakar, M. Sáfrány – Helios Slovenija
Short introduction of Helios Group Slovenia

	14.20-14.40
	É. Fekete, B. Lengyel, T. Horváth – MTA KK AKI
Examination of carbon steel–stainless steel structural materials contact corrosion in

chloride-containing alkaline solutions

	14.40-15.10
	L. Fortuna – FORKORR Ltd.
Experiences of Margaret Bridge corrosion works from the perspective of the Implementing

	15.10-15.20
	Discussion

	15.20-16.00
	BREAK

	16.00-16.20
	L. Fortuna – FORKORR Ltd.

L. Gálfi – Fémtiszta Ltd.

L. Papp – Finess Szolnok Ltd.
Fighting against the “tuberose corrosion”

	16.20-16.40
	Á. Nagy – JOTUN Europe Ltd.
Jotun innovative solutions worldwide

	16.40-17.00
	Discussion

	17.00-17.30
	K. Nemes – corrosion expert

Corrosion protection and other attractions in the Mediterranean Sea

	
	

	19.30
	DINNER, Rust-quiz


April 19, 2012. Thursday
	7.30-9.00
	BREAKFAST

	9.00-12.00
	Corrosion case studies

	
	Chairman: V. Várkonyi ( corrosion expert

	9.00-9.30
	E. Grünwald, C. C. Bulea, C. Bumbuc, V. Rus – S.C. BETAK S.A.
H. Vermesan – Tehnical University of Cluj Napoca, Romania.
Effect of polishing additives applied in weakly acid zinc electrolytes on structure and chemical composition
of electroplated Zn–Ni alloy layers

	9.30-9.50
	T. Zs. Szabó – Henkel Magyarország Ltd.

A. Kovács – Jupiter-REÁL Ltd.

Innovative surface treatment technologies from Henkel, new findings

	9.50-10.20
	T. Rus – PPG Sigma Coatings
Fireproof paints

	10.20-10.30
	Discussion

	10.30-11.00
	BREAK

	11.00-11.20
	A. Bacskai – expert

Reflections on the interpretation of corrosion rate

	11.20-11.40
	A. Bacskai – expert

Corrosion condition assessment of pipe sample

	11.40-12.00
	Discussion

	12.00
	LUNCH


The conference received professional support from the Chemical Engineering Section of the Hungarian Chamber of Engineers, the Corrosion Section of Scientific Association of Engineers, the Corrosion Section of the Association of Hungarian Chemicals and the Hungarian Corrosion Association (HUNKOR).
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Veszprém, April 5, 2012.
                                                                In the name of organizing committee
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